
Finish Color
Salt Spray Hours

Trivalent Chrome-free Torque/Tension 
Capabilities

Receptive To 
Locking 
Patches

Applicable SpecsWhite Red

 

Standard Clear 
Chromate Clear 5 Up to 120 yes  No Yes

Chrysler PS-4220 & PS-
79          GM4345M      

Ford WSD-M1P85-A1, 
A2, A3  & WSB-M10P10-

A1

Corrosil            
(boron conversion) Clear 48 120  Yes No No

Delphi DX551200: 
subcode DX551215 
(including Suffix "F")

Trichromax® Unicote 
120 Clear Clear 120 480 Yes  Yes Yes

GMW3044             
Delphi DX551200:   

DX551207      DX551209 
DX551212      DX551213 
DX551225      DX551232 
DX551233      DX551236 
DX551237      DX551240 

DX551245   
 HES D2003-05        

Trichromax® Unicoat 
Clear Ultra Clear   500 1000 Yes  Yes

To be 
determined 

during sample 
processing

Trichromax® 120 
Unicoat Clear TSF Clear   120 480 Yes Yes Yes

Trichromax® Unicoat 
Clear 3044 Clear   120 480 Yes Yes

Trichromax® Unicote 
Y 120 Yellow 120 480 Yes  Yes

To be 
determined 

during sample 
processing

GMW3044             
Delphi           DX551200: 

DX551207          
DX551209           
DX551212           
DX551213           
DX551225           
DX551232           
DX551233           
DX551236           
DX551237           
DX551240           
DX551245             

HES D2003-05 

Trichromax® Unicoat 
YZ Yellow 120 480 Yes Yes Yes

Trichromax® Bakable Y Yellow 240 480 Yes Yes Yes

Trichromax® 
Green/Blue/Red 120 480 Yes Yes

NoKRoM Y Z Yellow 120 480 Yes Yes
To be determined 

during sample 
processing

Delphi                  
DX551200:           Subcode 

DX551216
Unicoat Y 120 Yellow 120 500 Yes No Yes

NoKRoM Black Paint Black 120 500 Yes No Yes

Delphi DX551200:   
subcodes     DX551241   

DX551242      DX551243 
DX551253

NoKRoM Black  
Ebonize Black 120 480 Yes No

To be 
determined 

during sample 
processing

GMW3044 
WZ101

Trichromax 
Ebonize Z Black 120 480 Yes  Yes

To be 
determined 

during sample 
processing

DX551252
TSH6524G-AE

HESD2003

Trichromax 
Ebonize HCR Black 240 1000 Yes Yes Yes

To be 
determined 

during sample 
processing

Ford Spec WZ 101 and 
GMW 3044

Trichromax® Ebonize 
Z Nissan Black 168 480 Yes Yes

Trichromax® Ebonize 
Z Kodak Black 168 480 Yes Yes Yes

Trichromax® Ebonize 
Z E-coat Black 168 480 Yes Yes Yes



GM6138M Black 48 none; 
144 10% 500 Yes  No Yes GM6138M

GMW4205 Black 48 none; 
144 10% 480 Yes Yes     (except for 

DX552002 Yes GMW4205
DX552002

Zinc/Nickel
Trichromax Clear   120 1200 Yes Yes

Zinc/Nickel
NoKRoM Y YELLOW 120 1200 Yes Yes

To be 
determined 

during sample 
processing

Trichromax® Ebonize 
ZNX Black 240 1000 Yes Yes Yes

Trichromax® Ebonize 
ZN S61 (Whyco 

Finish)
Black 240 480 Yes Yes Yes

Trichromax® Ebonize 
ZN 6138 Black 240 1000 Yes Yes Yes

Trichromax® Ebonize 
ZN 4205 Black 240 1000 Yes Yes Yes

Trichromax® Unicote 
Clear 120 ZN Clear   120 1000 Yes Yes Yes

NoKRoM® YZN Yellow 120 1000 Yes Yes

To be 
determined 

during sample 
processing

For Reference Only:  This information is based on our experience and available specifications, and is, to the best of our knowledge, true and accurate.  
However, since the conditions for use and handling of products are beyond our control, we make no guarantee or warranty, express or implied, regarding the 
information, the use, handling, storage or possession of the products, or the application of any process described herein or the results sought to be obtained. 
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